	Name
	System
	Compound
	Concentration

	
	
	
	First  at.%
	Second at.%

	indium telluride
	In-Te
	In2Te5
	26.44
	73.56

	
	
	In4Te3
	54.54
	45.46

	
	
	In2Te3
	37.492
	62.508

	Gallium telluride


	Ga-Te
	Ga2Te3
	28.44
	71.56

	
	
	GaTe3
	15.41
	84.59

	Indium Sulfide
	In-S
	In4S5
	74.7
	25.3

	
	
	In6S7
	75.413
	24.687

	thallium selenide
	Tl-Se
	TlSe
	72.131
	27.869











PAGE  
1

